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BEHRKAFTEZHR FHEEREGBEMEERAF

Company Name NANTONG XINGCHEN SYNTHETIC MATERIAL CO., LTD.

shown on Report

ok LI A I T A BRI R IX LHE 1185

Address 118, IANGGANG ROAD, E&T DEVELOPMENT ZONE, NANTONG, 226017,

JIANGSU, CHINA

PATF A2 A% i KA A5 B E B A SRR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

R 2 PR IR i

Sample Name TBBPA type epoxy resin

FE iR H 1A 2021.07.23

Sample Received Date Jul. 23,2021

b A 1 3 2021.07.23-2021.07.27

Testing Period Jul. 23,2021 to Jul. 27,2021 ﬁ‘

LI EE R RAE2E I ER, XTI S (Pb), 4% (Cd), 7Rk (He), 7St ?gx*“o“
B (Cr(VI)), ZiRECH (PBBs), iR KMk (PBDEs), <B7K — HIWLMNE (DBP, éc?
BBP, DEHP, DIBP) 47K . S

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent we
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl ;)\%
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s). BRA

nspection & T

TR A 38 A 25 R BHZ T
Test Method/Test Result(s) Please refer to the following page(s).

oY T

Reviewed by
,{';%_\ %6\ H H
Date 2021.07.27
rRelE
223 Lab Manager No. R475311757
; b RATIX 95 #1351
E¥figiOnal Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No.  A2210292310101001E Page 2 of 7
iﬁﬁlﬂﬁiﬁ Test Method
N NN A 25
P75 H TR 7 v e
Test Item(s) Test Method Equipment(s)
i IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7R IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
N IEC 62321-7-2:2017F1/8{IEC

Hexavalent Chromium (Cr(VI))

62321-5: 201330 A8 & &
1IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z BEOR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
A1OR — IR I IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No.  A2210292310101001E Page 3 of 7
T 45 5 Test Result(s)

MR H Tested Item(s) 253 Result J5 ¥k Hi fR MDL
Yt Lead (Pb) N.D. 2 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
75 Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
@ﬂﬁtm H Tested Item(s) 252 Result Tk iR MDL
Z JREXZE Polybrominated Biphenyls (PBBs)

—{RIBEZE Monobromobiphenyl N.D. 5 mg/kg
TR Dibromobiphenyl N.D. 5 mg/kg

= VREXZ Tribromobiphenyl N.D. 5 mg/kg
VUYREKZK Tetrabromobiphenyl N.D. 5 mg/kg
TLVREXR Pentabromobiphenyl N.D. 5 mg/kg

7N TRIBEZE Hexabromobiphenyl N.D. 5 mg/kg

L VRELA Heptabromobiphenyl N.D. 5 mg/kg
J\IREAZR Octabromobiphenyl N.D. 5 mg/kg
JUIREAZR Nonabromobiphenyl N.D. 5 mg/kg
+RIEZKE Decabromobiphenyl N.D. 5 mg/kg
MR H Tested Item(s) 253 Result J5 ¥k H R MDL
% & —ZXB¥ Polybrominated Diphenyl Ethers (PBDEs)

— R — 2K Monobromodiphenyl ether N.D. 5 mg/kg

¥R KT Dibromodiphenyl ether N.D. 5 mg/kg

=R 2K Tribromodiphenyl ether N.D. 5 mg/kg

DU VR — TR ik Tetrabromodiphenyl ether N.D. 5 mg/kg
¥R — KT Pentabromodiphenyl ether N.D. 5 mg/kg

7N1R 2Rk Hexabromodiphenyl ether N.D. 5 mg/kg
¥R — KMk Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2Kk Octabromodiphenyl ether N.D. 5 mg/kg

JUIR K ¥ Nonabromodiphenyl ether N.D. 5 mg/kg

+-R IR Tk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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Page 4 of 7
Il 45 5 Test Result(s)
MR H Tested Item(s) 4253 Result JrikAE R MDL
4 — FFBREK Phthalates (DBP, BBP, DEHP, DIBP)
AF 7K — H R T8 Dibutyl phthalate N.D. 50 mg/kg
(DBP)
CAS#:84-74-2
ARR R T AR FEIE Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)
CAS#:85-68-7
ARR ZHIR — (2- &%) Ol Di- N.D. 50 mg/kg
(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7
ARZK — HR — 5 T I Diisobutyl N.D. 50 mg/kg
phthalate (DIBP)
CAS#:84-69-5
B it /B HR o 33 R A
Sample/Part Description Colorless transparent liquid
B xFFRG, R, KRR TEEER.
N.D. = REH ChTI7ikke tHER)
-mg/kg =ppm= H I —
Remark:

Hotline:400-6788-333

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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Report No.

1. 5 (Pb),

A2210292310101001E
*ﬁ@ﬂﬁﬂ Test Process

#(Cd), #(Cr)

UK =

Test Report

Lead (Pb), Cadmium (Cd), Chromium (Cr)

o Tl
Page 5 of 7

FrREF& T & 3N
Weigh sample and place it
in a vessel

—

DA H i)
Add digestion reagent

TH R

Digest the sample

Y A7 ik AL B
e . Dry Ashing/ )

ICP-OES ;e R

H s LETK E o Alkali Fusion/ Residue it i
' Make up with Acid Dissolution <:
Analyzed by deionized - Filtration
ICP-OES eionized water .
Solution
2. 7k (Hg)

Mercury (Hg)

PRt TR 8 7 a8 I i 7] TE LR T AP o 3 R A

Weigh sample and place itin a
microwave digestion vessel

Add digestion reagent

Digest sample in microwave

digestion oven

H ICP-OES
Vi)
Analyzed by
ICP-OES

EETKER
Make up with

deionized water

'

3. A (Cr (VD))

Hexavalent Chromium (Cr(VI))

AR R
iR AL ER
Alkali Fusion/
Acid Dissolution

Residue

T

Solution

=

Filtration

PREF T F SN
Weigh sample and place it

i a vessel

IPANLEE 2wl

Add digestion reagent

T AR
Digest the sample

i I

1

B AR pH E

WH, oL
Cool and filter

i UV-Vis 47 #7
Analyzed by UV-Vis

| : .
Add test solution ~ Adjust the pH N alue
of the solution
Y pHL MR TAEE
Adjust the pH value — Make up with
of the solution deionized water
00-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-336817
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Report No.  A2210292310101001E Page 6 of 7

4. ZWHEHK (PBBs), %R ZKEK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

WEFMTEET F A 1L 7 A B R RUT
Weigh le and pl — Extracted with —"
€187 salpTe and place Hactet W Concentrate the extract
it in a thimble organic solvent
i GOMS A AR e et
— Make up with G— Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4BZ _FERFg (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEEMTEEGH FA HLIA 77 3K B TR RER
Weigh le and pl " Extracted with —"
F187 salpTe and place Hactet Wi Concentrate the extract
it in a thimble organic solvent
— Make up with K Transfer the extract into a
P

Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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FEAL I R

Photo(s) of the sample(s)

» T

CHlo 1 23 4 5078 %

A NN

= s
M 12 13 14 15 16 17 18 18 WL B WBBWU D

75 B Statement:

L AR & ot AR B B ol i e g 5 0K
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REIRA T AR ME . B LA S B R SR, A N L E SR DT, CTIREZ S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AR £ SO 32 R A 5T
The result(s) shown in this report refer(s) only to the sample(s) tested,

4. RECTIRTHFE, A EHIAMR
Without written approval of CTI, this report can’t be reproduced except in full;

5. ARSI S PRI AR S PN ER E R, PO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

e e e

**% End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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I}fﬂLz‘:&Appendix

% 1 57%4g B Client Reference Information

H2476. H2470. 153-60M. 153-60T. 1260-75M. 1260-75T. 153-B

)‘% Eﬁ Statement:

BfsR A R E IR AL, TGS NN RS ST, CTORZSEH S

The Appendix Information was/were provided by the applicant who should be responsible for the authenticity

which CTI hasn’t verified.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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